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Un-etched fracture edge Etched detail of area at left
FIGURE 17 Un-etched and etched fracture edge near 10 for mount M1
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FIGURE 18 Un-etched and etched fracture edge proceeding along the fracture surface for mount M1
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Un-etched near OD fracture edge, under OD cap Etched near OD fracture edge, under OD cap
FIGURE 19 Un-etched fracture edge from 10 towards 00 for mount M1

6670 Beta Dr., Mayfield Village, OH 44143, Tel: (440) 604-9843, Fax: (440) 604-9800, e-mail: jblough@firstenergycorp.com

mailto:jblough@firstenergycorp.com

